June 10, 1969

J. A. MITCHELL ETAL 3,449,482

METHOD FOR FORMING MOLDED RIBBED PANELS
Filed Oct. 23, 1964
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INVENTORS
JAMES A. MITCHELL

DONALD E. WILBUR, JR.
FREDRICK W. WURTZELL
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